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DETAIL OF ACCREDITATION

Materials/Products tested Type of test/Properties Standard specifications/
measured/Range of measurement Equipment/Techniques used
ORES, MINERALS AND Chemical Tests Documented in-house procedures
CONCENTRATES
Determination of Silver (Ag) in In-house test procedure
Copper Concentrates by Acid ASM - Agl - by ICP- OES
digestion. Spectrometry. (Based on ISO

10378:2016)

Determination of Cobalt (Co) in In-house test procedure
Cobalt Hydroxides and Carbonates. | ASM Col — by Potentiometric

Titration. (Based on ISO

3909:1976)
Determination of Cobalt (Co), In-house test procedure
Copper (Cu), Manganese (Mn) & ASM - CoCuMnNi - ICP-OES
Nickel (Ni) in Concentrates. Spectrometry. (Based on Handbook

of Decomposition Methods in
Analytical Chemistry (R Brock).
ISBN 10:0470265019)

Determination of Copper (Cu) in In-house test procedure
Concentrates Minerals and Ores. ASM-Cul - by Electrolytic

Deposition Method. (Based on ISO
10469:2006)

Determination of Copper (Cu) in In-house test procedure
Concentrates, Minerals and Ores. ASM — Cu4 - by lodide

Potentiometric Titration Method.
(Based on ISO 10258:1994)
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